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ABS JRAC J 

S i l v e r  m i r r o r  samples w i t h  p ro tec t i ve  coat ings were subjected t o  a stream 

o f  27 pm alumina p a r t i c l e s  t o  induce p inho le  defects .  The p r o t e c t i v e  

coa t ing  consis ted o f  a l a y e r  o f  alumlnum d iox ide  over s i l v e r  fo l lowed by a 

l a y e r  o f  s i l i c o n  d i o x i d e  over the alumina. 

graphite-epoxy composite and fused quartz substrates.  

hard p a r t i c l e  stream, t h e  samples were exposed t o  an oxygen plasma environment 

i n  a l abo ra to ry  plasma asher. 

oxygen plasma were documented by both re f l ec tance  measurements and scanning 

e l e c t r o n  microscopy. The r e s u l t s  ind ica ted  t h a t  o x i d a t i v e  damage t o  t h e  

s i l v e r  r e f l e c t i n g  l a y e r  cont inues beyond t h a t  o f  t he  e r o s i v e l y  exposed 

s i l v e r .  Ox ida t ive  undercu t t i ng  o f  t h e  s i l v e r  l a y e r  and graphi te-epoxy 

subs t ra te  cont inues i n  undamaged areas through adjacent,  p a r t i c l e  damaged 

d e f e c t  s i t e s .  

Space S t a t i o n  so la r  dynamic power system. 

Samples were prepared on bo th  

A f t e r  exposure t o  t h e  

The e f fec ts  o f  both the  hard p a r t i c l e s  and the  

This may have imp l i ca t i ons  f o r  the  use o f  such m i r r o r s  i n  a 

INTRODUCTION 

E l e c t r i c a l  power on t h e  Space Sta t ion  i s  c u r r e n t l y  envis loned t o  be 

generated by a combination o f  both photovo l ta ic  and s o l a r  dynamic power 

systems. So la r  dynamic systems generate e l e c t r i c i t y  by r e f l e c t i n g  and 

focus ing  t h e  sun's energy onto t h e  receiver  o f  a heat engine. 

cons ide ra t i on  i n  the  use o f  a so la r  dynamic system i n  space i s  t he  

s u r v i v a b i l i t y  of t he  r e f l e c t i n g  surface i n  t h e  low ea r th  o r b i t  (LEO) 

environment through which t h e  Space S ta t i on  w i l l  f l y .  

An impor tant  



1 The major c o n s t i t u e n t  o f  t h e  LEO environment i s  n e u t r a l  atomic oxygen. 

This  specie i s  h i g h l y  c o r r o s i v e  and i s  known t o  a t tack  a number o f  

ma te r ia l s .  2-4 I f  s i l v e r  i s  used i n  the  m i r r o r  as t h e  r e f l e c t i n g  medium, 

then a t ransparent,  p r o t e c t i v e  coa t ing  must be app l i ed  t o  t h e  sur face  t o  

prevent  ox ida t lon  o f  t h e  s i l v e r  by atomic oxygen. 

t h e  LEO environment i n c l u d e  micrometeoroids and o r b i t i n g  space debr is .  

such p a r t i c l e s  should s t r i k e  t h e  sur face o f  t h e  m i r r o r  and p i e r c e  t h e  

p r o t e c t i v e  coat ing,  then o x i d a t i v e  damage t o  bo th  t h e  under ly ing  s i l v e r  l a y e r  

and the  subst rate i s  poss ib le .  It was t h e  i n t e n t  o f  t he  work t o  be descr ibed 

here t o  i nves t i ga te  t h e  e f f e c t  of p a r t i c l e  impact damage on t h e  cont inued 

atomic oxygen s u r v i v a b i l i t y  o f  s i l v e r  r e f l e c t o r s  w i th  t ransparent  p r o t e c t i v e  

overcoats. 

Other hazards presented by 

I f  

APPARATUS AND PROCEDURE 

M i r r o r  samples were prepared by argon i o n  beam s p u t t e r i n g  f rom a s i l v e r  

t a r g e t  onto graphite-epoxy composite and fused quar t z  subst rates i n  an 

apparatus described e l ~ e w h e r e . ~  The graphite-epoxy had been f i r s t  po l i shed  

t o  a smooth f i n i s h  w i t h  diamond paste. The s i l v e r  l a y e r  was approximately 

2000 A i n  th ickness. The p r o t e c t i v e  coa t ing  consis ted o f  a l a y e r  o f  A1 0 

(approx. 700 A )  over t h e  s i l v e r  and then a l a y e r  o f  S i 0  (approx. 2200 A )  

over t h e  A1203. 

i s  t y p i c a l  o f  the p r o t e c t i v e  coa t ing  systems under cons idera t ion  f o r  use on 

s o l a r  dynamjc concentrator  m i r ro rs .  

2 3  

2 
This  p a r t i c u l a r  coa t ing  combination was chosen because i t  

The atomic oxygen environment was simulated by use o f  a S t r u c t u r e  Probe, 

Inc .  Plasma Prep I1 l abo ra to ry  plasma asher f a c i l i t y  operated w i t h  a i r .  Th is  

dev ice creates t h e  plasma by e x c i t i n g  a c a r r i e r  gas ( i n  t h i s  case ambient a i r )  

w i t h  100 W o f  continuous wave RF power a t  13.56 HHz. The opera t ing  pressure 

i s  about 50 vm. Whi le  i t  i s  d i f f i c u l t  t o  form a d i r e c t  c o r r e l a t i o n  between 
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exposure time in the asher and lifetime in LEO, use of the asher facility does 

allow gross determination of the likelihood of survivability of a particular 

material in LEO. 

Impact damage and pinhole defects were imparted to the sample surfaces 

with an Airbrasive high-speed abrasive particle unit using 27 pm diameter 

alumina particles. This unit accelerates the particles to a velocity of about 

340 m/sec (about 1100 ft/sec) at a flux of about 6 ~ 1 0 ’ ~  sec-’ . 
Samples prepared on graphite-epoxy substrates were characterized by both 

reflectance measurements and scanning electron microscopy (SEM). Integrated 

solar reflectances were obtained by measuring the reflectance versus 

wavelength over the range 200-2500 nm and then convoluting this spectrum into 

the air mass zero solar spectrum over the same wavelength range.7 

doing so, only about 3 percent of the solar constant Is neglected. 

6 In 

Such 

measurements were made for each graphite-epoxy sample as a function of both 

length of time of exposure to the particle flux and length of time of exposure 

to the oxygen plasma. Both total and specular reflectances were obtained, the 

latter of.which were measured at an 8 O  angle of incidence with an acceptance 

aperture solid angle of 0.096 sr. 

were characterized only by SEN. 

Samples prepared on fused quartz substrates 

For the graphite-epoxy substrate samples, the procedure was to erode each 

sample for a different length of time, thereby causing the specular 

reflectance to fall by a different amount for each sample prior to exposure to 

the oxygen plasma. 

ranging in length from 0 to 96 sec. This caused the specular reflectance to 

fall from 0 percent to about 50 percent of the initial, noneroded 

Samples were exposed to the particle flux for times 

reflectance. Additional reflectance measurements were then obtained on each 
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sample a f t e r  subsequent oxygen plasma exposure. 

subs t ra te  samples, each was exposed t o  t h e . p a r t i c l e  f l u x  f o r  t h e  same l e n g t h  

of t ime  (16 sec) and then exposed t o  t h e  oxygen plasma. 

For the  fused quar t z  

RESULTS 

I n  Figs.  1 and 2 a re  p l o t t e d ,  respec t i ve l y ,  t h e  specular and t o t a l  

r e f l e c t a n c e  r a t i o s  o f  severa l  o f  t h e  graphite-epoxy subs t ra te  samples as a 

f u n c t i o n  o f  oxygen plasma exposure dura t ion .  

obta ined by d i v i d i n g  t h e  re f l ec tance  a t  a g iven t ime by the  I n i t i a l ,  

non-eroded, non-ashed re f lec tance.  The data p o i n t s  a t  zero hours thus 

i n d i c a t e  t h e  e f f e c t  on t h e  re f l ec tance  o f  o n l y  t h e  e r o s i v e - p a r t i c l e  stream as 

The re f l ec tance  r a t i o s  were 

a f u n c t i o n  o f  du ra t i on  o f  exposure t o  t h e  p a r t i c l e  stream. 

t h r e e  r a t h e r  broadly de f ined regions can be observed. 

roughly  30 hr o f  exposure, t h e  re f lec tances  f e l l  r a t h e r  markedly f rom t h e i r  

i n i t i a l  values, w i t h  t h e  degree o f  f a l l  d i r e c t l y  p ropor t i ona l  t o  t h e  l e n g t h  o f  

t ime  o f  exposure t o  the p a r t i c l e  f l u x .  

remained roughly constant.  A f t e r  t h i s ,  they  began t o  decrease once again, and 

w i t h  a r a t e  o f  decrease t h a t  increased w i th  t ime. These e f f e c t s  were somewhat 

I n  these p l o t s ,  

Dur ing t h e  f i r s t  

For t h e  nex t  60 hr, t h e  re f l ec tances  

more pronounced on t h e  specular re f l ec tance  p l o t s .  

SEM micrographs were obtained a f t e r  a v a r i e t y  o f  d i f f e r e n t  t reatments and 

F igure  3 i s  a micrograph o f  a non-eroded, non-ashed sample on exposure times. 

a graphite-epoxy subst rate.  (The white,  i r r e g u l a r l y  shaped o b j e c t  i n  t h e  

lower l e f t  i s  a dus t  p a r t i c l e  which aided i n  focusing.)  The on ly  f e a t u r e  

v i s i b l e  I s  the  r idged s t r u c t u r e  o f  t h e  graphite-epoxy subst rate.  

a micrograph o f  a sample s i m i l a r  t o  t h a t  i n  F ig .  3 ,  except t h a t  t h i s  sample 

had been exposed t o  the p a r t i c l e  stream. A number o f  de fec t  s i t e s  a r e  ev ident .  

F igure  4 I s  

F igures 5 t o  9 show t h e  e f f e c t  o f  exposure o f  t h e  par t i c le -eroded,  

graphite-epoxy subs t ra te  samples t o  t h e  plasma f o r  d i f f e r e n t  leng ths  o f  t ime.  

4 



Figure 5 is a micrograph of a sample that had been exposed in the asher for 

50 hr. 

their appearance is the same: 

While the region photographed.is a different from that of Fig. 4, 

a variety of differently sized and shaped 

defect sites. Figure 6 I s  a micrograph of a sample exposed in the asher for 

90 hr. The heart-shaped, darkened nrim" surrounding the defect site in the 

lower left of this photo is a result of oxidation of the silver and/or the 

substrate surrounding that defect' site. The width of the rim is very roughly 

the diameter of the pinhole defect. 

defect site on the same sample as Fig. 6. Oxidative undercutting (the 

darkened rim) is clearly evident. Figure 8 is a micrograph of a sample 

exposed In the asher for 240 hr. 

undercutting has occurred to a large degree. 

are now nearly ten times the diameter of the defect site. 

Figure 7 is an enlarged view of another 

In this figure it is evident that oxidative 

The widths of the darkened rims 

These photos clearly show that while oxidative undercutting is a process 

that does not begin immediately, once it does start, its rate accelerates with 

increasing asher exposure time. This finding explains the shape of the 

reflectance versus exposure time curves shown in Figs. 1 and 2, particularly 

the later, rapid fall-off i n  reflectance. As a final observation in this 

series, Fig. 9 is a micrograph o f  the lower right portion of Fig. 8, taken at 

a tilt angle of 60". 

occurred, the surface of the sample had collapsed. 

oxidation of the substrate had occurred. 

This figure shows that wherever the undercutting 

This is an indication that 

The series of SEM micrographs discussed above (Figs. 3 to 9) indicates 

that the reflectance data (Figs. 1 to 2) may be explained by the following 

mechanism: the initial, rapid drop in reflectance was caused by oxidation o f  

those parts of the silver layer directly exposed as a result of the 

particle-induced damage. After some time (about 30 hr in this case), this 
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s i l v e r  became completely ox id ized.  The re f l ec tance  then remained r e l a t i v e l y  

constant  f o r  a per tod o f  t ime, du r ing  which o x i d a t i v e  undercu t t ing  had begun 

t o  occur b u t  had n o t  reached t h e  p o i n t  where the . re f l ec tance  was a f fec ted .  

F i n a l l y ,  t h e  re f l ec tance  began t o  f a l l  once again as a r e s u l t  o f  undercu t t i ng  

o f  t he  s i l v e r  layer  and t h e  subs t ra te  i n  undamaged areas by oxygen plasma 

a t t a c k  through adjacent, damaged areas. 

F igures 10 t o  17  show t h e  e f f e c t s  o f  exposure o f  t he  fused quar t z  

subs t ra te  samples t o  t h e  plasma environment f o r  d i f f e r e n t  lengths of t ime. 

For comparison purposes, F ig .  10 ( 

sample. F igure  11 i s  a micrograph 

except t h a t  i t  has been exposed t o  

of de fec t  s i t e s  r e s u l t i n g  f rom the  

i k e  F ig.  3) shows a non-eroded, non-ashed 

o f  a sample s i m i l a r  t o  t h a t  I n  F ig .  10, 

t he  p a r t i c l e  stream. As before,  a number 

p a r t i c l e  impacts i s  evident.  F igure  12 I s  

a micrograph o f  a p i t t e d  sur face a f t e r  50 h r  o f  exposure. 

Undercut t ing ( t ransverse o x i d a t i o n  of t he  s i l v e r ,  i n  t h i s  case) i s  r e a d i l y  

observed, ox ida t i on  o f  t h e  f r e s h l y  exposed s i l v e r  l aye r  i s  evident' as the  

puf fed m a t e r i a l  p ro t rud ing  from t h e  de fec t  s i t e s .  

F ig .  13, which i s  t h e  same sur face as shown i n  F ig .  12, b u t  a t  a h igher  

magn i f i ca t l on  and a t  a sharp t i l t  (60'). 

Whi le no 

This  i s  more apparent i n  

F igure  14 i s  a micrograph o f  an eroded sur face a f t e r  90 h r  o f  exposure. 

As before,  ox id ized s i l v e r  p ro t rud ing  through the  de fec t  s i t e s  i s  c l e a r l y  

ev ident .  Transverse o x i d a t i o n  o f  t he  s i l v e r  a f t e r  90 .h r  o f  exposure i s  more 

c l e a r l y  seen i n  F ig .  15,  which i s  an enlargement o f  F ig .  14. As I n  the  

previous samples, t h e  o x i d a t i v e  damage appears as a d i sco lo red  r i m  surrounding 

the  de fec t  s i t e .  I n  F ig .  15, t he  r i m  appears b r i g h t e r  i n  co lo r .  

F igure  16 i s  micrograph showing a p i t t e d  sur face a f t e r  240 h r  o f  asher 

exposure. As  i n  Fig.  15, a r i m  l i g h t e r  i n  c o l o r  and surrounding each de fec t  

s i t e  i s  ev ident .  

the  r i m  d i d  n o t  appear t o  increase s i g n i f i c a n t l y  between t h e  90 h r  and 240 h r  

U n l i k e  t h e  graphite-epoxy subs t ra te  samples, t he  w l d t h  o f  
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samples. However, a comparison of Fig. 13 w?th Fig. 17 (the latter of which 

is an enlargement o f  the same surface seen in Fig. 16, but at a 60" tilt; 

shows that the outgrowths of silver oxide had continued unabated. 

DISCUSSION 

It is apparent from the above results that a protective coating over 

substrate/silver reflector systems such as these cannot protect indefinitely 

against oxygen plasma-induced degradation when pinhole defects are present. 

The degradation observed here manifested itself in ways which were dependent 

upon the kind of substrate material used. The samples prepared on 

graphite-epoxy composite, which is an oxidizable substrate, showed evidence 

that the substrate itself was also oxidized through the pinhole defects. This 

was observed in three ways. First, undercutting, once it began, occurred at a 

rapid rate. Second, where undercutting had occurred, the surface had 

collapsed (Fig. 9 ) ,  indicating that the underlying support of the coating.was 

disappearing. Third, no silver oxide was observed protruding through the 

defect sltes. This Is most likely because there was adequate space available 

beneath the protective coating for the expanding oxide in areas where the 

substrate itself had been oxidized. 

Samples prepared on fused quartz substrates exhibited somewhat different 

behavior. While transverse oxidation of the silver did occur, it did so at a 

slower rate. 

sites, indicating that there was insufficient space beneath the protective 

coating for the expanding oxide. 

not oxidizable, as was the case here. 

Also, silver oxide could be seen protruding through defect 

This would be expected if the substrate was 

I 

There are several qualifying circumstances with regard to laboratory 

simulation of the micrometeoroid/atomic oxygen environment which must be kept 

in mind when interpreting this data. First, the flux of atomic oxygen in the 
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l abo ra to ry  asher i s  about th ree  orders o f  magnitude h igher  than a t  proposed 

Space S t a t i o n  a l t i t u d e s  ( I O ”  versus 1 0 l 2  sec- l ) .  On t h e  o ther  

hand, t h e  t r a n s l a t i o n a l  energy of t h e  atomic oxygen I n  t h e  plasma asher i s  

on ly  about 0.2 eV, whereas t h e  t r a n s l a t i o n a l  energy o f  atomic oxygen i n  LEO i s  

4-5 eV. The consequence of these f l u x  and energy d i f f e rences  i s  t h a t  t h e  

o x i d a t i o n  r a t e  i n  t h e  asher i s  very roughly  two orders o f  magnitude h igher  

than a t  a 465 km Space S t a t i o n  o r b i t .  Second, the  ac tua l  LEO micrometeoroid 

environment i s  d i f f e r e n t  than t h a t  used here. 7 ’ 8 s 9  The alumina p a r t i c l e s  

were n o t  accelerated t o  hyperve loc i t i es ,  and the re fo re  t h e  damage s i t e s  

observed may be d i f f e r e n t  f rom what would be observed a f t e r  ac tua l  

micrometeoroid impacts, where i t  has been shown t h a t  the  Impact ing p a r t i c l e s  

8 l i n e  the  i n s i d e  o f  t h e  r e s u l t i n g  hemispher ical  c r a t e r .  

An ac tua l  m i r r o r  sur face I n  low e a r t h  o r b i t  would have t o  be exposed t o  

space f o r  a very long t ime I n  order  f o r  a s i g n i f i c a n t  number o f  p inho le  

de fec ts  t o  occur. It I s  perhaps more l i k e l y  t h a t  p inho le  de fec ts  would occur 

as a r e s u l t  o f  the manufacture, t ranspor t ,  and/or deployment o f  t h e  m i r r o r .  

Then, whatever t h e i r  source, those defects  would have t o  e x i s t  f o r  q u i t e  some 

t ime be fore  any change i n  t h e  re f l ec tance  and any consequent degradat ion i n  

t h e  performance o f  t he  m i r r o r  could be observed. 

d i f f i c u l t  t o  determine an exact ra te ,  undercu t t ing  o f  a p r o t e c t i v e  coa t ing  and 

I n  conclusion, w h i l e  i t  i s  

t ransverse  ox ida t ion  by atomic oxygen can occur once a p inho le  de fec t  has been 

in t roduced i n t o  t h e  coat ing .  On-orbi t  t e s t i n g  o f  a m i r r o r  sample would be 

necessary t o  determine ac tua l  re f l ec tance  loss  ra tes  f rom both  

micrometeoroid/spac& debr i s  Impacts and subsequent atomic oxygen degradat lon.  
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FIGURE 1 .- SPECULAR REFLECTANCE RATIO VERSUS PLASMA EX- 
POSURE TIME FOR SEVERAL GRAPHITE-EPOXY SUBSTRATE SAMPLES 
FOR VARIOUS LENGTHS OF TIME OF EXPOSURE TO THE EROSIVE 
PARTICLE STREAM. THE RATIO IS CALCULATED BY D I V I D I N G  
THE REFLECTANCE AT A GIVEN TIME BY THE REFLECTANCE 
MEASURED PRIOR TO PARTICLE EXPOSURE. 
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F 'IGURE 3. - MICROGRAPH TAKEN AT 5 0 0 ~  SHOWING A NON-ERODED. NON- 

ASHED GRAPHITE-EPOXY SUBSTRATE SAMPLE. ONLY THE RIDGED STRUC- 

TURE OF THE SUBSTRATE I S  V IS IBLE.  

FIGURE 4. - MICROGRAPH TAKEN AT 500X SHOWING THE EFFECT OF THE 

EROSIVE PARTICLE STREAM ONLY (NO PLASMA EXPOSURE) ON A 

GRAPHITE-EPOXY SUBSTRATE SAMPLE. A NUMBER OF DEFECT SITES 

ARE EVIDENT. 



FIGURE 5. - MICROGRAPH TAKEN AT 1 o o o X  SHOWING A PARTICLE ERODED 
SURFACE AFTER 50 HOURS OF EXPOSURE TO THE OXYGEN PLASMA. THE 
APPEARANCE I S  S I M I L I A R  TO THAT OF FIGURE 4. NO EVIDENCE OF 

UNDERCUTTING IS V I S I B L E .  

FIGURE 6. - MICROGRAPH TAKEN AT 5 0 0 ~  SHOWING A PARTICLE ERODED 

SURFACE AFTER 90 HOURS OF EXPOSURE TO THE OXYGEN PLASMA. THE 
DARKENED "RIM" SURROUNDING THE HEART-SHAPED DEFECT I N  THE 

LOWER LEFT IS OXIDATION OF THE SILVER LAYER AND/OR THE SUB- 
STRATE BENEATH THE PROTECTIVE COATING. 
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FIGURE 7. - MICROGRAPH TAKEN AT 2 0 0 0 X  OF A FEATURE ON THE SAME 
SAMPLE AS DEPICTED I N  FIGURE 6. OXIDATIVE UNDERCUTTING CAN 

BE SEEN CLEARLY AS THE DARKENED “RIM” SURROUNDING THE 

ELONGATED DEFECT. 

FIGURE 8. - MICROGRAPH TAKEN AT 2 0 0 X  SHOWING A PARTICLE ERODED 
SURFACE AFTER 240 HOURS OF EXPOSURE TO THE OXYGEN PLASMA. THE 
DARKENED AREAS SURROUNDING THE DEFECT S I T E S  HAVE GROWN CON- 

SIDERABLY I N  S I Z E  RELATIVE TO THE S I Z E  OF THE PINHOLE. I N -  

D I C A T I N G  THAT OXIDATIVE UNDERCUTTING HAS OCCURRED TO A 

S I G N I F I C A N T  DEGREE. 



FIGURE 9. - MICROGRAPH TAKEN AT 500~ OF THE LOWER RIGHT PORTION 

OR FIGURE 8 AT A SHARP ANGLE (60°) SHOWS THAT WHEREVER UNDERCUTTING 

HAD OCCURRED. THE SURFACE HAD COLLAPSED. 

FIGURE 10. - MICROGRAPH TAKEN AT 500~ SHOWING A NON-ERODED, NON- 
ASHED FUSED QUARTZ SUBSTRATE SAMPLE. 



FIGURE 11. - MICROGRAPH TAKEN AT 5 0 0 ~  SHOWING THE SURFACE OF A 

FUSED QUARTZ SUBSTRATE SAMPLE AFTER EXPOSURE TO THE PARTICLE 

STREAM BUT PRIOR TO EXPOSURE TO THE OXYGEN PLASMA. 

FIGURE 12. - MICROGRAPH TAKEN AT 5 0 0 ~  SHOWING THE SURFACE OF A 

SAMPLE IDENTICAL TO THAT OF FIGURE 11, BUT AFTER 50 HOURS OF 
EXPOSURE TO THE OXYGEN PLASMA. WHILE NO TRANSVERSE OXIDATION 
CAN BE SEEN, OXIDATION OF THE SILVER LAYER IS EVIDENT AS THE 

PUFFY MATERIAL PROTRUDING FROM THE DEFECT SITES. 



FIGURE 13. - MICROGRAPH OF THE SAME SAMPLE AS THAT OF FIGURE 12 
BUT AT 2 0 0 0 X  AND AT A 60" TILT  ANGLE. THE O X I D I Z E D  SILVER, 

WHICH TAKES THE FORM OF A PUFFY MATERIAL PROTRUDING THROUGH 

THE DEFECT SITES. IS CLEARLY EVIDENT. 

FIGURE 14. - MICROGRAPH TAKEN AT 5 0 0 ~  SHOWING THE SURFACE OF A 
FUSED QUARTZ SUBSTRATE SAMPLE AFTER PARTICLE EROSION AND 90 
HOURS OF EXPOSURE TO THE OXYGEN PLASMA. O X I D I Z E D  SILVER IS 
SEEN PROTRUDING THROUGH THE DEFECT S I T E .  TRANSVERSE OXIDATION 
IS V I S I B L E  AS A BRIGHTER R I M  SURROUNDING THE DEFECT S I T E .  



FIGURE 15. - MICROGRAPH OF THE SAME SAMPLE AS THAT OF FIGURE 14, 
BUT AT 2000X.  TRANSVERSE OXIDATION I S  CLEARLY EVIDENT AS A 

BRIGHTER R I M  SURROUNDING THE DEFECT S I T E .  

I 

FIGURE 16. - MICROGRAPH TAKEN AT 2 0 0 0 X  SHOWING THE SURFACE OF A 

FUSED QUARTZ SUBSTRATE SAMPLE AFTER PARTICLE EROSION AND 240 
HOURS OF OXYGEN PLASMA EXPOSURE. TRANSVERSE OXIDATION I S  
EVIDENT; HOWEVER. I T S  EXTENT D I D  NOT INCREASE SIGNIFICANTLY 

OVER THAT OF THE 90 HOUR SAMPLE (FIGS. 14 AND 15). 
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FIGURE 17. - MICROGRAPH OF THE SAME SAMPLE AS THAT OF FIGURE 16 
AT THE SAME MAGNIFICATION AND A 60" TILT. OUTGROWTH OF OXIDIZED 

SILVER HAD BEEN CONTINULNG AS OF 240 HOURS. 
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